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Image Details of Natural Dyes




Sample No. 491: Yellow , Silk

Description

Color of the Dye: Yellow

Name of Cloth: Bleached Tusser Silk

Type of Dyeing Agent: Single Dyeing agent plant/mineral based

Name of Dyeing Agent(s): Annato

Scientific name of Dyeing source: Bixa orellana

Other

Place of Collection:
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